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79-17 Rapid chromatographic procedure for characterizing 
hydrocarbons in synthetic fuel naphtha; A. E. George, G. T. 
Smiley and H. Sawatzky; Cat. No. M38-13/79-17, ISBN 
0-660-10428-8; Price: $2.75 Canada, $3.30 other countries.

79-18 Influence of flue temperature and coal preparation on 
coke quality in 460-mm technical scale coke oven; J. F. 
Gransden and W. R. Feeder; Cat. No. M38-13/79-18, ISBN 
0-660-10441-5; Price: $1.50 Canada, $1.80 other countries.

79-20 Effect of hydrocracking on the distribution of nitroge­
nous components in Athabasca bitumen; H. Sawatzky, J. E. 
Beshai, G. T. Smiley and A. E. George; Cat. No. M38-13/79- 
20, ISBN 0-660-10442-3; Price: $1.25 Canada, $1.50 other 
countries.

79-25 CAN MET review 1978-79; Staff of CAN MET; Cat. 
No. M38-13/79-25, ISBN 0-660-10522-5; Price: $4.25
Canada, $5.10 other countries.

79-28 Sulphur concrete and sulphur infiltrated concrete: 
Properties, applications and limitations; V. M. Malhotra; Cat. 
No. M38-13/79-28, ISBN 0-660-10469-5; Price: $2.25
Canada, $2.70 other countries.

79-29 Geological disposal of high-level radioactive wastes; D. 
F. Coates, G. Larocque and L. Geller; (Policy paper); Cat. No. 
M38-13/79-29, ISBN 0-660-10523-3; Price: $1.50 Canada, 
$1.80 other countries.

79-30 In situ testing for concrete strength; V. M. Malhotra 
and G. G. Carette; Cat. No. M38-13/79-30, ISBN 0-660- 
10506-3; Price: $1.75 Canada, $2.10 other countries.
79-31 Superplasticizers: Their effect on fresh and hardened 
concrete; V. M. Malhotra; Cat. No. M38-13/79-31, ISBN 
0-660-10530-6; Price: $2.00 Canada, $2.40 other countries.

79-32 Concrete made with supplementary cementing ma­
terials; E. E. Berry; Cat. No. M38-13/79-32, ISBN 0-660- 
10470-9; Price: $2.25 Canada, $2.70 other countries.

79-33 Lightweight aggregates: Properties, applications and 
outlook; H. S. Wilson; Cat. No. M38-13/79-33, ISBN 0-660- 
10482-2; Price: $2.25 Canada, $2.70 other countries.
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