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No. 1.

T. DE P. RIOKETTS, E.M., PH.D. A. R. LEDOUX, M.S., PH.D.

LEDOUX & RICKETTS,

Engineers, Chemists and Assayers, 10 Cedar St., New York City.

"No. 2804.

CERTIFICATE OF ASSAY.

New York, Sept. 12, 1882.

Sir,—The sample of selected gold ore marked " A " and submitted
io us for analysis

Contains Gold, 229.90 ozs. per ton (2,000 lbs.)
Silver, 1108.70 "

Value in Gold, $4,752.03 per ton.
Silver, 1,219.57

(< ((

Total value, $5,971.60 per ton.

Note.—We append the button of gold extracted.

Yours obedient servents,

LEDOUX & RICKETTS.
a

To Peter McKerljBr, Esq.,

Fort William, Ontario


