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DEPARTMENT OF EXTERNAL AFFAIRS 
OTTAWA, CANADA 

GENERAL STATUS OF CORROSION RESISTANT STEEL CASTINGS MARKET 
BY WEIGHT RANGE - 1985  

(Non-Railroad) 

(000) Tons of Castings Demand  

Under 101 to 501 to 1,001 to 5,001 to Over 
States 	 100 	500 	1I 	L 	L 000 	5 000 	10 000 10I  000 Total 

Illinois 	 0.69 	0.46 	0.31 	0.07 	0.07 	0.04 	1.64 

Indiana 	 0.92 	0.33 	0.22 	0.06 	0.06 	0.05 	1.64 

Michigan 	 0.31 	0.05 	0.05 	0.02 	0.02 	0.01 	0.46 

Ohio 	 7.23 	3.28 	1.37 	0.45 	0.28 	0.17 	12.78 

Pennsylvania 	 3.86 	2.24 	1.22 	0.58 	0.23 	0.17 	8.30 

Wisconsin 	 0.45 	0.36 	0.10 	0.03 	0.02 	0.02 	0.98 

Six-State Total 	13.46 	6.72 	3.27 	1.21 	0.68 	0.46 	25.80 

Demand/Supply Ratio 	.90 	.93 	.96 	1.00 	1.05 	1.10 

Average 1983 Selling 
Price/Pound 	 $3.70 	$3.50 	$330 	$3.20 	$3.20 	$3.20 

Average 1983 Pro- 
ductivity Rate in 
Man-Hours per Ton 	150 	140 	140 	150 	150 	170 

Average 1983 Hour- 
ly Labor Rate 
Including Fringes 	$11.80 $11.70 $11.50 	$11.40 	$11.20 $11.00 

Projected 1985 
Import Tons (000) 	2.8 	1.4 	0.7 	0.3 	0.1 	0.1 

Note: All data relative to the subject six-state region. 


